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area) in the 2015/16 time frame. The centers hold various 
quality accreditations such as ISO 9001, 9002, 14001, 13485 
and 10993-1 (medical), TS 16949 (automotive), AS 9100 and 
NADCAP (aerospace). 

Ionbond CVD and CVA equipment is engineered and 
manufactured in Olten. Maintenance and spare parts  
are provided through the worldwide after sales service 
or
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-	 Excellent coating uniformity
-	 Possible to coat complex geometries, including certain 

inner contours 
-	 Economical production of thicker coatings
-	 Tensile stress within the film preferred for inserts used for 

turning operations

Plasma assisted chemical vapor deposition 
(PACVD)


